


KEY: 

STACK A   3-STRING LOW 

STACK B   3-STRING HIGH

STACK C   WHEAT 3-STRING 1600lb.

STACK D   2-STRING RICE 1600 lb.

STACK E   3-STRING ON EDGE 1024lb.

STACK F   INTERMITTANT LOW 400lb.

STACK G   INTERMITTANT HIGH 1600lb.

STACK H   EARTH PLASTER LOW 400lb.

STACK I    CEMENT LIME PLASTER
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FIGURE 2: OVERALL CREEP TEST DATA
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STACK F   INTERMITTANT LOW 400lb.

STACK G   INTERMITTANT HIGH 1600lb.

STACK H   EARTH PLASTER LOW 400lb.

STACK I    CEMENT LIME PLASTER

KEY: 

STACK A   3-STRING LOW 

STACK B   3-STRING HIGH

STACK C   WHEAT 3-STRING 1600lb.

STACK D   2-STRING RICE 1600 lb.

STACK E   3-STRING ON EDGE 1024lb.
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FIGURE 3: BASE GROUP

FIGURE 4: COMPARATIVE GROUP
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FIGURE 5: INTERMITTENT LOAD GROUP

FIGURE 6: PLASTERED GROUP

WEEK 1  

WEEK 1  

STACK F   INTERMITTANT LOW 400lb.

STACK G   INTERMITTANT HIGH 1600lb.

STACK H   EARTH PLASTER LOW 400lb.

STACK I    CEMENT LIME PLASTER

KEY: 

STACK A   3-STRING LOW 

STACK B   3-STRING HIGH

STACK C   WHEAT 3-STRING 1600lb.

STACK D   2-STRING RICE 1600 lb.

STACK E   3-STRING ON EDGE 1024lb.

G

note: G continued 
to compress after 
week 1

note: H continued 
to compress after 
week 1
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